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bstract

Hexagonal compounds of formula Zr6FeX2 were prepared and studied by X-ray and neutron diffraction and by 57Fe Mössbauer spectroscopy.

he first results indicate that most of the compounds can be prepared mainly as a single phase after at least 5 weeks of annealing at a temperature
lose to 900 ◦C. In particular, the hyperfine parameter distributions in Mössbauer spectra reflect the ability to form pure phases.

2006 Elsevier B.V. All rights reserved.
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. Introduction

The compounds Zr6FeX2 and Hf6FeX2 belong to a large
eries of M′

6M′′
1.5+xX1.5−x with M′ = Ti, Zr, Hf, etc.; M′′ = Fe,

o, Ni, etc.; X = Al, Sn, Sb, etc., the structure of which is related
o the Fe2P type (space group P6̄2 m) [1–5] as seen in Fig. 1. In
he unit cell, the M′ atoms occupy the 3f sites at (x, 0, 0) and the
g sites at (x, 0, 1/2), with x close to 0.245 and 0.603, respec-
ively. The M′′ atoms are distributed between two sites: 1b at
0, 0, 1/2) and 2c site at (2/3, 1/3, 0). This later site is randomly
hared with the X element. These compounds were found to be
nteresting materials to store hydrogen [4] since they can absorb
ore hydrogen than LaNi5, a reference compound. For example,

o Zr6NiAlH12 corresponds a ratio Hmax/M = 1.5 (or 1.8 wt%) in
ontrast with Hmax/M = 1.0 (or 1.4 wt%) for LaNi5H6 [1].
These ternary compounds present an additional interest since
hey contain elements such as Al and Sb that are known to
orm weak bonds with hydrogen, thus leading to increase the
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quilibrium pressure and consequently to decrease the hydride
tability.

Prior to a systematic study of the thermodynamic behaviour
f the metal–hydrogen systems, we aim to analyse in detail the
ocal environment associated with the Fe to X atomic distri-
ution. This distribution is possibly one of the main factors
ontrolling the stability of interstitial hydrogen atoms.

A first survey of the compounds Zr6FeX2 (X = Sb and Sn)
s presented in this work using 57Fe Mössbauer spectrometry.
ome of the compounds were also studied by X-ray and neutron
iffraction.

. Experimental

.1. Synthesis of the samples

The compounds Zr6TX2 (T = Fe, Co, X = Sb and Sn) were prepared by melt-
ng together the components using an arc furnace for the first series of samples

nd the HF cold crucible technique for the second series, both under a purified
rgon atmosphere. In the case of samples with Al and Sb, an excess of the later
lements was added to prevent losses by evaporation. The samples were melted
everal times and then annealed between 800 and 850 ◦C in evacuated quartz
ubes to ensure homogeneity. The first of the two series of samples was annealed

mailto:benilde@ci.uc.pt
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Fig. 1. Crystal structure of Zr6FeSb2 (SG P6̄2 m, a = 7.756 Å, c = 3.658 Å). Zr1
atoms (3f position with x = 0.2456) are represented by dark circles, Zr2 atoms (3g
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Table 1
Cell parameters of the long time annealed Zr6MX2 compounds with M = Fe,
Co, X = Sn, Sb

Sample a (Å) c (Å)

Zr6FeSn2 7.994 3.465
Zr6FeSb2 7.756 3.658
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incorporated since a similar structure also exists with the FeSn2 formula. This
later type of phase is not known to react appreciably with hydrogen. So in all
forthcoming studies, hydrogen uptake is attributed only to the main phase of the
Zr6FeX2 type of structure.
osition with x = 0.6034) are represented by clear circles, Fe atoms (1b position)
re represented by small circles and Sb atoms (2c position) are represented by
edium dark circles.

or 2 weeks while the second series of samples being annealed for 5 weeks under
nert gas atmosphere.

.2. X-ray diffraction analysis

Systematic X-ray analyses were performed using a transmission Siemens
5000 diffractometer (�Cu K� target) to confirm that the phases were mainly
r6FeX2 type compounds. In some cases, a small fraction of impurities was
etected, particularly in the samples annealed for 2 weeks only. This observa-
ion led us to decide to prepare samples with longer annealing times. However,
clear identification of the extra phases was not made easy owing to the large
umber of diffraction peaks of the main compound. A typical X-ray diffraction
attern is shown in Fig. 2, corresponding to a Zr6FeSb2 sample of the long time
nnealed series. There was noticed a small change in the cell parameters from
he first series of batches to the second ones since the c/a ratio reduces from
.474 to 0.472 for the parent Zr6TSb2 samples with T = Fe, Co. The final cell
arameters of the longer time annealed samples are found close to those already
eported in refs. [1,5]. The cell parameter values are listed in Table 1. Such a
eduction of the c/a ratio observed between the 2 and 5 weeks annealed sam-
les results from a decrease of the c cell parameter while the a cell parameter
ncreases, however slightly. This change should be the result of atom reorder-
ng, e.g. better distributions of Fe and Sb onto the 1b and 2c sites, respectively.
ffectively both atoms occupy similar sites formed with Zr1 and Zr2 sites (3f
nd 3g sites, respectively). The corresponding coordination polyhedron called a

etrakaı̈decahedron, is formed from a regular triangular prism of six Zr1 (Zr2)
eighbours and three Zr2 (Zr1) atoms capping the rectangular faces of the prism,
or a total of nine Zr-neighbours. However, if the Zr-coordination looks very sim-
lar, the Fe–Zr and Sb–Zr distances are different. For Zr6FeSb2, the interatomic

ig. 2. X-ray diffraction pattern recorded on the Zr6FeSb2 compounds as
nnealed for 5 weeks between 800 and 850 ◦C (nominal starting composition
as Zr7FeSb2).

F
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r6CoSn2 7.973 3.450
r6CoSb2 7.758 3.647

istances are, respectively of:

c 6 × Sb–Zr1 2.98 Å 3 × Sb–Zr2 2.99 Å
b 6 × Fe–Zr2 2.64 Å 3 × Fe–Zr1 3.08 Å

Thus, some Sb atoms occupying the 1b site will lead to increase (decrease)
he a (c) cell parameter, correspondingly. The distribution of Fe and Sb onto
he 1b and 2c sites will be discussed later on the basis of Mössbauer data. This
an explain that from 57Fe Mössbauer spectrometry, two different iron spectra
re observed in a proportion close to 50/50, however corresponding to a rela-
ive preferential 2c site occupation by antimony. However, the crystal structure
efinements indicate a good agreement factor for the ordered repartition, RB

eing 3.3%.

.3. Neutron diffraction analysis of the Zr6FeX2 (X = Sb and Sn)

Neutron diffraction patterns were recorded using the D1A diffractometer
etting at the Institute Laue Langevin, Grenoble, France. The diffraction patterns
ere recorded at room temperature, the neutron wavelength being λ = 1.991 Å. A

ypical pattern is represented in Fig. 3, corresponding to the Zr6FeX2 compound
fter 5 weeks annealing time. Several minor lines of the pattern corresponding to
mpurities, have been marked by black dots. Different binary phases (e.g. FeSb,
eSb2, ZrFe2, Zr2Fe, . . .) were checked for identification of the extra lines.
he best agreement indicates the phase is more probably the tetragonal ZrFe2

ith the CuAl2 type structure. Elements like Sn, Sb, . . . can be substitutionally
ig. 3. Neutron diffraction pattern recorded using the D1A diffractometer (ILL,
renoble) at room temperature with λ = 1.911 Å on the Zr6FeSb2 compounds

fter annealing for 5 weeks between 800 and 850 ◦C (nominal starting compo-
ition was Zr7FeSb2). Three dots indicate the lines corresponding to a small
raction of impurities (see text). Ticks indicate the Bragg lines of the main com-
ound. A difference diagram Obs-Calc is plotted in the lower part of the figure.
he final RBragg factor for the main phase is 0.033.



9 oys and Compounds 438 (2007) 88–91

2

t
i
a
i
u
(

3

fi
c
t
p
I
t
c
p
q
s
i
fi
h
o
l
o
t
t
d
i
t
p
o

s
a
c

F
s

F
s

2
m
s
77 K with an hyperfine fied of 17.6 T and isomer shifts of −0.01
and 0.04 mm/s in the case of MG and MA, respectively. At
293 K, the magnetic field disappears and the resulting quadrupo-
lar doublets have isomer shifts of −0.16 and −0.13 mm/s for MG
0 B.F.O. Costa et al. / Journal of All

.4. 57Fe Mössbauer spectrometry

Mössbauer spectrometry was used to probe the local atomic structure of
he compounds. 57Fe Mössbauer spectra were recorded at 300, 77 and 4.2 K
n transmission mode with a spectrometer operating in a conventional constant
cceleration mode and using a liquid He bath cryostat. A 57Co source diffused
nto a Rh matrix with a strength of ≈50 mCi was used. The spectra were analysed
sing a set of Lorentzian lines as fitting functions. The values of the isomer shift
IS) are given relative to that of �-Fe.

. Results and discussion

The Mössbauer spectra show only pure quadrupolar hyper-
ne structures, as illustrated in Figs. 4 and 5. In the case of Sn
ontaining samples (Fig. 4), one can unambiguously observe
he presence of three lines suggesting two quadrupolar com-
onents, which can be fitted according two different ways.
ndeed, four lorentzian lines can be adjusted either coupling the
wo most external and two internal lines, or coupling together
rossed lines. Such descriptions lead to two quadrupolar com-
onents with either two similar isomer shifts and two different
uadrupole splittings, or two different isomer shifts and two
imilar quadrupole splittings. According to both the values of
somer shifts and the temperature dependence of some hyper-
ne parameters and X-ray patterns, we have chosen the second
ypothesis as Sb (and Sn) prefers occupy the 2c site. In the case
f Zr6FeSb, one observes from Fig. 5 an asymmetrical quadrupo-
ar doublet with broadened lines. The presence of preferential
rientation has been confirmed by rotating the sample respect
o the �-beam direction and consequently, the hyperfine struc-
ure was described by means of two asymmetrical quadrupolar
oublet. The hyperfine parameters are listed in Table 2, for the
ndicated samples at different temperatures. From both diffrac-
ion and Mössbauer data, the crystallographic data indicates the
resence of only one Fe site, the 1b site, as the 2c site is mainly
ccupied by the Sb atoms.
From literature on the ZrFe2 type materials, there are two
ites in crystalline compounds with isomer shifts about −0.07
nd −0.18 mm/s at 77 and 293 K, respectively [6]. In both
ases, the spectra are magnetic and the hyperfine fields are about

ig. 4. 57Fe Mössbauer spectra recorded at 300 and at 4.2 K on Sn containing
amples.
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ig. 5. 57Fe Mössbauer spectra recorded at 300 and at 4.2 K on Sb containing
amples.

0.0 T. For disordered alloys [7], the authors distinguish between
echanical ground alloys (MG) and mechanically alloyed (MA)

amples. In both cases, they obtained a magnetic spectrum at
able 2
össbauer hyperfine parameters obtained from the fits to the spectra of

igs. 4 and 5

ample IS ± 0.02 (mm/s) QS ± 0.02 (mm/s) Γ ± 0.02(mm/s) %(±4)

r6FeSn2

300 K −0.36 0.83 0.30 48
−0.04 0.46 0.34 52

4.2 K −0.24 0.84 0.41 67
0.09 0.51 0.26 33

r7.5FeSn1.5

300 K −0.34 0.85 0.51 61
0.01 0.47 0.34 39

4.2 K −0.21 0.91 0.39 76
0.02 0.51 0.28 24

r6FeSb2

300 K −0.39 0.95 0.30 49
−0.27 0.51 0.30 51

4.2 K −0.27 1.06 0.30 54
−0.12 0.99 0.29 46

S, QS, Γ and % correspond to isomer shift, quadrupolar splitting, line width
t half-height and the relative absorption areas, respectively; the isomer shift is
uoted to that of �-Fe at 300 K.
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[9] R. Kumar, K.S. Harchand, M. Vishwamittar, K. Chandra, P. Jernberg, T.
B.F.O. Costa et al. / Journal of All

nd MA, respectively. In the case of Zr-rich amorphous alloys
repared by melt spinning of the same system [8], there is a
uadrupolar doublet with a mean isomer shift of −0.25 mm/s
t 300 K and for crystallised alloys the obtained doublet has a
ean isomer shift of −0.14 mm/s at 300 K.
For the Fe–Sb system [9], the isomer shift decreases from

.54 to 0.46 mm/s for Fe1.14 Sb with the increase in temperature
rom 6 to 200 K, while the hyperfine field decreases from 11 to
T. With an increase of the iron content from 0.14 to 0.35, the

somer shift increases from 0.54 to 0.58 mm/s at 6 K and from
.14 to 0.35 mm/s at 293 K. In both cases, there is no magnetic
yperfine field. In amorphous Sb containing alloys [10] at 4.2
nd 300 K, the isomer shift is rather constant (with the increase
f iron content until 60 at% and then it decreases, thus reaching
ero for 100 at% Fe. For the content of 60 at% Fe, the isomer
hift is 0.4 mm/s. At 77 K in the case of the Fe–Sn system [11]
he isomer shift increases with the increase of Sn content, being
.03 mm/s for FeSn and 0.73 mm/s for FeSn2.

It is important to emphasize that the Mössbauer spectra
btained at 300, 77 and 4.2 K remain rather similar, but dif-
erences occur between samples of the first and of the second
eries. Samples with Sb and Al elements are of difficult prepara-
ion since these elements are very volatile. In addition, the lines
re particularly broadened in the case of the Zr6FeSb2 sample of
he second batch. The difference of the samples comes from the
nnealing time during preparation for 2 weeks between 800 and
50 ◦C in the case of the first batch and for 5 weeks in the same
ange of temperature for the second batch. We can therefore con-

lude that the observed differences might be due to the presence
f parasitic phases and that a very long annealing times, a cru-
ial factor, is needed in order to achieve homogeneous samples.
uch a work is currently in progress to understand the atomic

[
[

d Compounds 438 (2007) 88–91 91

istribution on the two sites and the role of further thermal treat-
ent.
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